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SECTION1.0— INTRODUCTION

The purpose of this paper is to describe the cdnaépation, construction, and flight of an advahtigh-
power rocket. The overall goal of the projeciptoduce a Mach-capable, minimum diameter sport
rocket capable of reaching very high altitudeseicess of 20,000 feet) with very low probability of
structural or recovery failure due to advancedgteaind generous use of advanced composite materials
and adhesives. In addition, the design of theabakows the use of 38mm, 54mm, and 75mm AP mptors
thus providing exceptional versatility in adaptbogvarious launch conditions. The design also
incorporates state-of-the-art flight control elecics to greatly decrease the probability of faibbdte
deployment. Lastly, to assist in the recoveryhefitocket, a 219MHz electronic radio direction &nds
incorporated in the nosecone.

Section 1.1 — General Description

Carbon-Copy is a minimum diameter, single-stagé-pigwer rocket. The rocket has a 3.0 inch 0.3 2.
inch 1.D., and stands 91.0 inches tall. Approxienanpty weight on the pad is 120 Oz. Estimated
coefficient of drag at rest is .65 and at Mach #& The static margin of stability with a load&erotech
75mm casing and M1315 reload is approximately tdiber.

Section 1.2 — External Description

Externally, Carbon-Copy is composed of two 36-isehtions of 3.0 inch Performance Rocketry carbon
fiber airframe tubing bonded together with one &t®n of Performance Rocketry carbon fiber coupler
tubing using Aeropoxy high-strength structural pasthesive. Three Alcoa T6061 0.125” fins provide
aerodynamic stability. A Giant Leap Rocketry Slimel motor retainer is mounted on the aft end of the
airframe. The fins are bonded to the airframe gisixtreme temperature resistant epoxy from Shadow
Composites to withstand the temperature generateebproximity of the reloadable motor. Dual
laminations using 10.8 Oz. carbon fiber at thebfise provide additional strength and an aerodynamic
fillet. A high-strength, 6-to-1 ogive carbon fibeosecone from Performance Rocketry is mounteldeat t
forward end of the airframe.

Section 1.3 — Internal Description

Internally, a 0.5-inch thick attachment bulkheachisunted just below the airframe coupler tubinfhe
attachment bulkhead is made from multiple carbbarfbalsa laminations. A fender washer is mounted
the aft side of the attachment bulkhead and a l&lihinum plate is mounted on the fore side of the
attachment bulkhead. An axially located 3/8” opgrin the attachment bulkhead serves as the at&mhm
point for the recovery module. This module comssidtan altimeter bay located beneath a deployiment
The ejection bulkhead, incorporated in the recoweogule, is 1.00 inch thick and is constructed of
plywood and composite laminations. A 3/8 inchrdtss steel threaded rod is mounted through the
ejection bulkhead and serves as the attachment fooithe recovery harness at the top and thelatiaat
bulkhead at the bottom. A PML coupler tube cut daw28.25 inches is attached to the ejection kmakh
using Aeropoxy high strength structural adhesive.

The drogue parachute is a Rocketman ProXP R24Dandithe main parachute is a Rocketman ProXP
R4C. The main recovery harness is made from segarfeet of 5/8 inch tubular Kevlar. This harness
attaches to the top of the 3/8 inch stainless sbekbWith a marine grade stainless steel shackdel i@
1,300 pounds. The R4C is loop attached to the tdipeomain harness. Another six foot harness &f 5/
inch tubular Kevlar® attaches the R24D to the cravR4C.



The altimeters bay houses a GWiz MC dual-deployrfigitt computer to control deployment of a drogue
parachute at flight apogee and main parachute@afet. The MC is backed up by a G-Wiz LCD 800.
Both units are mounted on a aluminum platform gidies onto the stainless steel all-thread rodve® dor
the altimeters is supplied by four 9VDC batteriesumted in compartments inside the altimeter platfor

Also, a 219 Mhz Rocket Hunter radio transmitteinorporated to assist with rocket recovery from
extreme altitudes. The transmitter is locatedhenriosecone.

Section 1.4 Carbon-Copy Fact Sheet

Length 91.00 inches
External Diameter 3.00 inches
Internal Diameter 2.88 inches
Empty Weight 120 Oz.
Number of Fins 3

Fin Root Chord Length 9.00 inches
Fin Tip Chord Length 2.00 inches
Fin Span 4.00 inches
Fin Sweep 6.00 inches

Airframe Material

Carbon Fiber

Airframe Coupler Material

Carbon Fiber

Fin Material

Alcoa T6061 0.125” Aluminum

Motor Retention

Giant Leap Rocketry Slimline

Nosecone

Carbon Fiber Ogive 6:1 Ratio

Primary Altimeters

G-Wiz MC

Secondary Altimeters

G-Wiz LCD800

Drogue Parachute

Rocketman R24C

Main Parachute

Rocketman R4C

Planned Motor

Aerotech M1315W

Expected Altitude 20,000 AGL

Expected Maximum Mach M1.8

Expected Maximum Acceleration  30g
Section 1.5 Recovery System Operation

Carbon-Copy uses dual deployment for parachuteogleq@nt. A GWiz MC flight computer and a GWiz
LCD 800 control both apogee and low altitude depiegt functions. At apogee, redundant chargesensid
the ejection tube pressurize the interior of tlee#pn tube and force out the drogue parachutegyudro
harness, and nosecone. A retention harness aftazltiee top of the main parachute and anchored to
Blacksky ARRD prevents the main from deploying pbgee. Once the rocket descends to 800 AGL,
redundant charges in the Blacksky ARRD fire andas¢ the retention harness thus allowing the main
parachute to be pulled free of the rocket.

Section 1.6 Unique Design Features

As stated above, Carbon-Copy utilizes dual deployrfrem a single opening. Use of this type of
recovery system eliminates the airframe split poorhmon in other dual deployment rockets and ire@sa
the structural integrity of the airframe, benefi¢@ Mach breaking flights. In addition, anchagithe

main harness to an axially located all thread ftmhva the Aerotech® 75mm casing to be threadedtimo
opposite end of the same rod. In this way, albvecy loads are distributed to multiple pointshe t
airframe, including the motor casing, making itwally impossible for a separation to occur. Ferthore,
all three Kevlar® harnesses have ends that areghrbolted and epoxied to minimize/eliminate the
possibility of structural failure. Lastly, the ialieter platform is constructed in such a way a@sdorporate
battery compartments sized perfectly for 9V bagteriOnce inserted, the batteries and their power



connectors are locked in place and cannot movés éliminates the possibility of the connectors oam
loose under high acceleration and deceleratioreforc



Section 1.7 — Design Concepts

The following details the major design concept®iporated into Carbon-Copy.

Concept

Solution

Reason

Superior airframe integrity for Mach
capable flight.

Elimination of airframe split point by us
of the Blacksky ARRD. This allows

drogue and main deployment from sing
opening at the forward end of airframe.

e Deletion of airframe split point eliminates
a failure point and thus decreases the

leprobability of airframe failure particularly
at high Mach numbers.

All carbon fiber airframe.

Carbon fiber airframes arders of
magnitude stronger than there phenolic
counterparts.

Minimum diameter design

Aluminum motor casing pd®s superb
structural integrity for lower half of
airframe.

Robust recovery system incapable of

failure even under extreme conditions.

Axially located stainless steel hardware
for recovery system attachment.

Use of 3/8” threaded stainless steel rod
recovery system attachment to airframe
provides superior integrity.

Tubular Kevlar recovery harnesses witl
through-bolted aluminum and steel
hardware for attachment loops.

Tubular Kevlar (5/8") is rated at 3,500
pounds thus providing the recovery systg
with extreme protection against failure.

Parachutes from Rocketman constructe
of heavy-duty rip-stop nylon and over-
the-canopy tubular nylon shrouds.

dRocketman parachutes are generally
regarded as the finest money can buy al
more importantly, the most rugged. Use]
exclusively for Shadow Composites
extreme performance rockets.

Attachment of forward closure on M
motor casing to stainless steel recovery
hardware.

Threading the forward closure into the a
end of the stainless steel attachment rod
provides extreme failure resistance.

Exceptional fin attachment strength

Each fin is constructed of solid Alcoa
T6061 0.125” thick aluminum

Aluminum has higher structural integrity
than G10 and is not prone to cracking.

Use of special structural epoxy with a
glass transition temperature of 500
degrees Fahrenheit for main fin fillet.

Studies conducted by Tripoli indicate the
external temperature of motor casings
while operating exceed 200 degrees wit
potential for degraded epoxy integrity at
fin/airframe joint.

or

EMm

Multiple laminations of woven carbon
fiber over main fin fillet for proper
reinforcement of critical fin/airframe
joint.

Encapsulation of main fin fillet with
multiple (2) laminations of high-weight
woven carbon fiber decreases probabilit
of failure of fin/airframe joint.

Ease of flight preparation

Integrated recovery module allows
preparation of all critical components
outside rocket airframe

This design allows the user to check all
critical components with superb access.
Flight computers, batteries, harnesses,
‘chutes, and deployment charges are all
incorporated into one module that can b
prepared prior to installation in the
airframe.

Recovery of rocket after high altitude
flight.

Incorporation of radio tracking device.

There ispmint in building this type of
rocket without guarantee of recovery aft¢

or

flight.




SECTION 2.0— SCALE DRAWING

Carbon-Copy? Scale: 1115

Bocket length: 95.250 In. ., diameter: 3.126 In. . span diameter: 10.126 In.
Hocket mass 334.938 oz. , Selected stage mass 334.938 oz.

Engines: [M1315W-0 |

M EPIMEEPE] M MM

Method CGIn. CPIn. CHNa Static margin Analysis
Barrowman 68,104 71.310 10.502 1.03 The rocket is stable,



SECTION 3.0— CONSTRUCTION DETAILS

The following sections describe in detail the camngion of the various components of Carbon-Copy.
Section 3.1 — Attachment Bulkhead

The attachment bulkhead serves as a primary atethpoint for the recovery system. Recovery forces
for both drogue and main parachutes are largegctid into this one bulkhead. As such, the bulihveas
constructed using multiple laminations of 10.8 €arbon fiber cloth and 1/32” balsa wood. The balaa
perforated using a special tool to create hundoétisy holes through the wood. These passagewadhe
laminating epoxy a means to travel through all oafbalsa layers in order to form one integratedcstire.
Starting with the base lamination of carbon fitserccessive layers of balsa followed by carbon fibere
layed up. Each additional layer of carbon fibes\wéaced at a 45 degree offset from the previous
lamination as were the balsa laminations. Aerogdaryinating adhesive from Shadow Composites was
used. After the layup was complete, the entinecstire was placed underneath a fifty pound weight t
squeeze out excess adhesive. After the epoxyurad ca 3/8 inch hole was drilled in the centethef
attachment bulkhead. A 3/8” fender washer wesched to the aft side of the bulkhead used st&snle
steel screws and epoxied into place. A 1/16” tlhkminum plate was mounted on the forward sidinef
attachment bulkhead to complete construction af¢bimponent.

Plate #1 — Attachment Bulkhead

As can be seen in the photo to the left, the
attachment bulkhead is of carbon fiber sandwich
construction. The fender washer is attached vi
three screws to the bulkhead on the aft side of the
plate. Screws were also epoxied into place. The
forward bulkhead is drilled and chamfered to
guide to stainless steel all-thread rod into the
hole. The forward bulkhead also uses a final
lamination of 1/16” thick aluminum.

1Y

Plate #2 — Attachment Bulkhead

Attachment bulkhead as seen from the forward
side. Aluminum lamination is bonded directly

onto carbon lamination. Center hole is chamfefred
for accepting 3/8” all-thread rod.




Section 3.2 — Ejection Bulkhead

The ejection bulkhead is made from two ¥ inch thizkh plywood discs and two ¥ inch thick
carbon/balsa laminated disks for a total thickre#skinch. A 3/8 inch diameter hole in the middfghe
bulkhead allows the 3/8 inch all-thread rod to ghssugh the altimeter bay and the attachment kaal&h
The ejection bulkhead also serves as the attachpoémtfor the Blacksky ARRD. The ejection bulkdea
was drilled and countersunk for attachment of tRR®. In addition, the ejection bulkhead was ddilfer
two conduits inside of the ejection tube. Thesedaits contain the following:

1. Drogue charge leads
2. ARRD charge leads

Plate #3 — Ejection Bulkhead

As shown in the photograph at left, the ejection
bulkhead, forward side, is used to mount the
Blacksky ARRD and stainless steel recovery rod
The small hole in the ejection bulkhead (as seen
the foreground) is for the drogue charge conduit,
Center hole is for the 3/8” all-thread rod. Hole
above and to the left of center hole is for moumtir
of ARRD. Small hole to the right and above of
center hole is for ARRD charge leads.

n

Plate #4 — Ejection Bulkhead

Same bulkhead, aft side view. As can be seen in
this photograph, the mounting hole for the ARRD|is
expanded to accommodate the nut and locking
washer.




Section 3.3 — Ejection Tube

The ejection tube is simply a PML 3” coupler tut®25 inches in length. An aluminum conduit for the
drogue charge leads is attached to the interidrafdhe ejection tube. The ejection bulkhead @unted
inside the aft end of the ejection tube using Aesgpstructural adhesive. The combined ejectiomr tub
altimeter platform, switch plate, and all thread form the recovery module.

Plate #5 — Recovery Module

This photograph illustrates the internal compo@yut. The ejection tube is shown at left with th
ejection bulkhead (not visible) installed at theeafd just below the ejection tube cutout. The
stainless steel all-thread rod is shown threadidtie ejection bulkhead with the main recovery
harness already mated to the shackle. The altimatel switch plate are shown as well. A Perfed
Flite MiniTimer is mounted on the altimeters platfo(not used for L2 or L3 flights).

—

Plate #6 — Ejection Bulkhead

The ejection bulkhead can be seenint
picture along with the all-thread rod an(
ARRD. The ARRD harness is attached
with an identical stainless steel shacklg
as used for the main harness. Just visil
on the bottom edge of the ejection tube
cutout is the aluminum conduit for the
drogue charge leads. This conduit exit
at the bottom of the ejection bulkhead
and into the altimeter bay.

his
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Section 3.4 — Altimeter Platform

The altimeter platform was constructed using shkehinum and 1/4” plywood ribs. A hole in the camt
of the structure allows the attachment rod to plaissigh. The entire structure is through bolted ean be
quickly disassembled if necessary. The altimplatform slips onto the 3/8” all thread rod andokowed
by the switch plate. Both platforms are secured By8” bolt that can be seen nestled in the switch

Plate #7 — Altimeters Platform

This picture illustrates the altimeters platfornddahe switch plate. The altimeters platform slidaso
the 3/8” all-thread rod through holes in the platiaibbing. The ribbing is sized to create fouttbey
compartments, two of which can be seen in thisqmraiph. One battery is already installed.

Section 3.5 — Switch Plate

Like the altimeter platform, the switch plate imstructed of 1/16” aluminum sheet with a concer8f&”
hole for passage of the all thread rod. Ninetyrde@luminum angle mounts are attached to thelswitc
plate with #4 bolts at 90 degree intervals on thigch plate. Holes in the aluminum angles welitedt

for the Missile Works two pole, single throw healyty switches used. The aluminum angles allow the
switches to be longitudinally mounted per manufiessts recommendation. Each switch is capable of
handling two separate, independent devices. Twheofour switches are used as deployment charge
shunts and two are used as flight computer powglicgtion. In launch configuration, one drogue rgea
and one ARRD charge are wired to one switch andatiendant charges are wired to the other switch.
Power for each flight computer is wired into thbeattwo switches. After the wires were twistedootite
switch posts, each wire was soldered onto its @odtthen potted in five minute epoxy.
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Plate #8 — Switch Plate

This picture illustrates the switch plate and
the mounting of four Missile Works two
pole, single throw heavy duty switches.
Aluminum angles are attached to the switch
plate with #4 bolts.

Section 3.6 — Airframe

Performance Rocketry carbon fiber tubing was usdtfieé construction of the airframe. As shippedhea
airframe section was three feet long. A 7” longboa fiber coupler tube was used to join the ainiea
halves together. Prior to joining the airframegetiher, the fit of the coupler tube inside therairfe was
too loose. A single wrap of 1.8 Oz fiberglass laatéd to the exterior surface of the coupler uSihgdow
Composites laminating epoxy provided a snug fildi@she airframe. Next, the coupler tube was nirke
3.5 inches from one end to ensure it was insehlteddrrect distance. The coupler tube was alsteshn
once using 120 grit to take off the amine lamir@sheen. Then, it was sanded once more with &@ogri
scuff the surface enough to provide a tight fiildesthe airframe. The interior of the airframe gasilarly
sanded. Aeropoxy structural adhesive was mixedspneld thinly in the forward end of the bottom
section of airframe tubing. The attachment bulkhwas then slid into the airframe and the couplbet
was used to insert it the correct depth of 3.5a@schThe coupler was then removed and another ¢dyer
structural adhesive was spread inside the airfralmoee the attachment bulkhead in addition to therix
portion of the coupler tube to be bonded. The upas then inserted into the airframe until &teel on
top of the attachment bulkhead. This assemblythes allowed to cure completely.

Next, the forward airframe section was bonded ¢oath airframe section coupler tube using stru¢tura
adhesive to ensure proper alignment. Steel sqgatéeon rails were placed on the top of the wonkche
spaced parallel to one another, and taped inteplaeropoxy structural adhesive was spread thonlyhe
inside of the aft end of the forward airframe tupband also to the exterior of the aft airframe deufube.
The forward airframe tubing was slid into placetop of the coupler tube and excess adhesive removed
from the exterior of the airframe. Due to the mial clearances between the altimeter platform/$witc
plate and the interior of the airframe, great aaas taken to remove all excess adhesive from giddrof
the airframe. The combined airframe tubing was thet on the square section steel rails to enbere t
combined airframe sections were perfectly straiflgidugh the curing process. A small lightbulb was
inserted into the airframe until it rested in tloaipler tube. This served to increase the temperatu
significantly at the bonding surfaces thus decrepsure time and increasing cure strength.

After the combined airframe cured, a Giant Leapketry slim line motor retainer was bonded to the af
end of the airframe using JB Weld per manufactarestommendations. The exterior surfaces of the
carbon airframe were prepared with 120 grit andi@0sandpaper. JB Weld was applied to both the
slimline retainer and the aft end of the airfrarmidwe retainer was then slid into place and excdkssive
removed.

12



Plate #9 — Coupler Tube

This picture illustrates the carbon fiber
coupler tube and attachment bulkhead priof
to insertion and bonding in the carbon fiber
airframe sections.

Section 3.7 — Fins

Three fins provide aerodynamic stabilization forlim-Copy. Each fin was cut from 1/8 inch thiclcéd
T6061 aluminum. Only the leading edge of eactwfas filed to a sharp edge. The carbon airframe was
prepared for fin mounting by marking the airframighwin alignment lines (wrapper printed out using
WRASP) and then lightly sanding the carbon airfrdmettachment points. Prior to mounting, each fi
root edge was given multiple notches to increasestfective bonding surface area. In additionxgpo
holes were drilled along the root edge to creatxgphannels. The epoxy channels allow epoxy from
both sides of the fins to cure together and form iotegrated structure. JB Weld was used to mihnt
fins onto the airframe for alignment purposes ordnce mixed, the JB Weld was sanded into the root
edge of the fins and forced into each notch to enawgood fin/airframe bond. A fin alignment jigisv
used to hold the fins tightly against the airfrasm¢he proper orientation. A small lightbulb wasarted in
the aft end of the airframe to heat the JB Weldgdthe cure time, and increase the bond strergth.
electric foot heater was also used to ensure eduamperatures over the entire bond area. AfeedB
Weld had cured, Shadow Composites temperaturdaesispoxy was mixed with Kevlar® pulp for a thick
consistency. This mixture was then applied tdfitneoots and forced through the epoxy holes. #gie
depressor was used to shape the epoxy fillets. filléts were allowed to cure for 7 seven days pt®
sanding to achieve a smooth fillet shape. Greatwas taken to sand only enough to achieve a rbilegh
shape. Two layers of 10.8 Oz carbon fiber wera taminated over the fillets, one four inches waahel
one two inches wide. Aeropoxy laminating adhesvas used for these laminations. Prior to layingmlo
the first laminate, the laminating adhesive wasledrinto the fin aluminum to ensure proper bonding
between the carbon fiber and aluminum. The laridnatwere allowed to cure for 48 hours before the
airframe was prepared for finishing.

13



Plate #10 — Fins 1

This picture illustrates the
notches cut into the root edge
of each fin. Note that the
notches are angled slightly
forward. Also visible are the
epoxy holes. These holes
provide channels for the epoxyj|
to flow through such that the
epoxy used for the fillets forms
a complete, integrated structur
on both sides of each fin.

D

Plate #11 — Fins 2

JB Weld was used to attach th
fins to the airframe. Although
not structural, the JB Weld'’s
slow curing time and high heat
resistance make it an ideal
adhesive for fin mounting. The
power cord in this picture leadg
to a small light bulb used to
heat the airframe and thus the
epoxy. The small foot heater
also helps to elevate the epoxy
temperature, speed cure time,
and increase bond strength.

D

Plate #12 — Fins 3

Initial fin mounting complete.
The black bands on the
airframe are reference marks to
ensure the fins are properly
positioned fore and aft. Note
that the epoxy holes are not
filled but all fin root notches are
filled. Visible in this
photograph is the Giant Leap
Rocketry Slimline motor
retainer. The motor retainer
was bonded into place with JB
Weld.




Plate #13 — Fins 4

This picture illustrates application of the Shaddemposites high temperature epoxy to the fillets of
each fin. The masking tape eases cleanup aftepivey has cured. Note the lumpy consistencyef th
epoxy due to the addition of Kevlar® pulp.

Plate #14 — Fins 5

The first application of the carbon fiber
laminate to the fin root is shown in this
photograph. Prior to application, the fin
root fillet was sanded to achieve a roug
fillet shape. To ensure superior bond
strength between the carbon fiber and
aluminum, the laminating epoxy was

sanded into the aluminum to remove al
oxidation on the aluminum.

>




Section 3.8— Nosecone

The nosecone is a Performance Rocketry carbon@ifiengive. As delivered from Performance Rocketry
the nosecone required extensive sanding to achigveper aerodynamic shape. Much of the gelcaht ha
to be sanded down to the carbon fiber structurerbed good shape was achieved. A circular bridlden
of 5/8 inch tubular Kevlar was placed inside theewmne such that one loop of the bridle lay intihef

the nosecone and one loop extended past the shaiilthe nosecone. This loop was then bonded into
place using Shadow Composites laminating epoxyce@nis cured, the interior was then filled with PM
expanding foam with the tubular Kevlar loop in @adA small balsa box was pushed into the wet famm
serve as a bay for the Rocket Hunter transmitBarce the foam cured, a carbon fiber/balsa bulk el
bonded to the interior at the nosecone/shouldasitian while keeping the loops of tubular Keviaegsed
against the side of the nosecone. Finally, ansacatch was made with sheet aluminum for accas®to
interior of the balsa transmitter bay.

Plate #15 — Nosecone

The interior of the nosecone can be seen in tlei& icluding the carbon fiber
nosecone structure. The tubular Kevlar® nosecoigéelcan be seen in the lower|
right hand corner. The bridle is anchored to thgeicone with a large application
of laminating epoxy in the nosecone tip and smalfgglications of laminating
epoxy on the nosecone side. The balsa box willesas the Rocket Hunter
transmitter bay. It has been pushed into the aanhfwhile the foam was still
expanding to secure it into place. One more agftin of foam will be made such
that the foam is roughly even with the top of tlos.b
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Section 3.9 — Recovery Harnesses

All three recovery harnesses (main parachute, drggwachute, and ARRD retention) were constructed
using 5/8” tubular Kevlar®. The main recovery hess used to attachment the Rocketman R4C to the
stainless steel rod is seventeen feet long. Thgudrrecovery harness used to attach the Rockd®24D
to the R4C crown is six feet long. The ARRD rei@mtharness is two and half feet long. The lodpbe
end of each harness were made#nefully pushing aside strands of Kevlar® such that a piated steel
bolt could be inserted through both pieces of tabWlevliarwithout damage to individual strands. A
liberal amount of Aeropoxy was used to bond theotmgether. Aluminum backing plates were used to
squeeze out excess epoxy as the bolts were tightinen.

Plate #16 — Recovery Harnesses

The completed recovery harnesses are
shown in this view, main recovery harness
in foreground and drogue recovery harngss
in background. The slight discoloration
around the aluminum backing plates is due
to the Aeropoxy laminating epoxy.

Section 3.10 — Finishing

Two epoxy compatible compounds were used to fifliatbon-Copy, Shadow Composites SuperFil and
UV Smooth Prime. SuperFil was used primarily dilex for areas where multiple layers of carboefi
left ridges and gaps and other areas where thewditer weave was insufficiently filled by resinthe
time of layup. In particular, the area of thefiilets, the airframe joining area, forward endtloé

airframe, and the nosecone all required multipldiegtions of SuperFil. After there areas werkeiland
sanded smooth, UV Smooth Prime was applied tthi#llsmaller pinholes in the airframe material. eAft
one application of Smooth Prime cured, the airframe fin fillets were sanded smooth and the process
repeated. Four applications of Smooth Prime afimbhsanding with 1200 grit sandpaper produced a
perfect surface for paint application. A simplénpacheme was selected. Testor's metallic pypglat in
small rattle cans was used for the aft one thirthefairframe and fins while Rustoleum metalliweasil
paint was used for the forward two thirds. Custoade vinyl graphics were then applied.

Plate #17 — Finishing

The completed rocket is
shown in this photograph.
Author’s son, Garrett, is
doing the honors. Just visibl
in this photograph is one of
four access holes for the
switches. The hole is
denoted by the small red
vinyl application. The acces$
holes also double as pressun
equalization ports.

11°
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SECTION4.0—- RECOVERY SYSTEM DETAILS

Section 4.1 — General Description

As stated in Section 1.5, Carbon-Copy uses a debgiment system for recovery. Dual deployment is
achieved through a single forward airframe opemipgise of a Blacksky ARRD. A GWiz MC is the

primary flight computer and this is backed up b3Wiz LCD 800. Separate drogue charges and main
ARRD charges provide redundancy. The drogue patadh a Rocketman ProXP R24D constructed of 1.9
Oz. ripstop nylon and the main parachute is a Rmt&e ProXP R4C also constructed of 1.9 Oz. ripstop
nylon. The main harness, drogue harness, and ARRRIDtion harness are all constructed of Pratt késbb
5/8” tubular Kevlar. See Section 3.9 for detafifharness construction.

Nosecone Performance Rocketry carbon fiber
6:1 ogive with internal carbon fiber bulkhead

Drogue Parachute— Rocketman ProXP R24D
made of 1.9 Oz. ripstop nylon

Drogue Suspension Lines- 2" tubular nylon
suspension lines, over the canopy construction

Drogue Harness- Pratt Hobbies 5/8" tubular
Kevlar with through bolted loops at each end

Kevlar Heat Shields— Pratt Hobbies heat shields
used to sandwich the drogue ejection charges

Main Harness - Pratt Hobbies 5/8” tubular
Kevlar with through bolted loops at each end

Main Parachute Suspension Lines same size
and construction as drogue lines

Main Parachute —Rocketman ProXP R4C madge
of 1.9 Oz. ripstop nylon

Quick Link — Used to attach main parachute
crown loop to drogue harness

ARRD Retention Harness- Pratt Hobbies 5/8”
tubular Kevlar, through bolted loops at each en

o

Plate #18 — Recovery System Detall

The completed recovery system as installed in Gaapy is shown in this view. A component
listing is shown at the right. The main recoveayrtess is attached to the all-thread rod in the
altimeter/ejection module not visible in this view.
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Section 4.2 — Deployment Sequence

Launch is initiated

Altimeters sense acceleration, start integratingelecation and barometric data
Altimeters sense apogee and fire drogue charges

Drogue charges pressurize parachute compartmejgdtion tube
Components forward of drogue charges are ejectedf@irframe:
a. Nosecone

b. Drogue parachute

c. Drogue harness

ARRD retains main parachute in ejection tube

Carbon-Copy descends rapidly under drogue parachute

At 800 feet AGL, altimeters fire main charge in ABR

. ARRD releases retention harness

0. Drogue parachute pulls main parachute out of ejpdtibe

1. Carbon-Copy completes descent under main parachute

ahrLONE

Section 4.3 — Parachute Compartment and Closures

The parachute compartment of Carbon-Copy is 30eimbbng, 2.75 inches in diameter, and is defined by
the space between the ejection bulkhead and temaitnosecone bulkhead.

Section 4.4 — Parachutes

A Rocketman ProXP R24D is used as a drogue pamactita weight of 10 pounds (expected weight of
rocket and motor casing at motor burnout), the RpAdYides a descent rate of 68 feet per secon@. Th
main parachute is a Rocketman ProXP R4C. Oncegeg) this parachute will provide a descent rate of
32 feet per second. The R4C was selected due toettessity of the recovery system design. The
deployment of the R4C ispassiveevent and is not caused by forceful ejection wiployment charge
gases. Rather, the R4C maBtle out of the ejection tube easily (pulled out by R24D) for proper
deployment. An oversized parachute that couldshadé in and out of the ejection tube would noturas
successful deployment. As such, an undersizectpata was selected.

At this point, it must be noted that although acées rate of 32 FPS is considered high by HPR staisd
it in no way poses a risk of landing damage to GarGopy. Because Carbon-Copy is a three inch,
minimum diameter rocket, there is a tremendous amofustrength in the aft end of the airframe. Whe
configured for its L3 flight, the aft end of Carb@opy includes a Slimline aluminum motor retainer,
carbon fiber airframe material, and a Dr. Rockatrahum motor casing. All of these components are
layered right next to one another. In additioe, fins of Carbon-Copy are mounted well forwardhef aft
end of the airframe and will not impact the grodinst. Both test flights, as described below, weeey
successful and landings were uneventful. No damégay kind was evident.

Section 4.5 — Control Devices

A GWiz MC is used as the primary control devicche MC is backed up by a GWiz LCD 800. Both units
utilize an accelerometer, a barometric pressursseand proprietary software to determine rockghf
events including detection of apogee at a pretieidd. Four 9VDC batteries power the CPU’s and
pyrotechnic functions of both the MC and LCD, twattkries for each altimeter. The CPU batteries are
wired into Missile Works switches for safe and argicontrol. Each altimeter is mounted onto the
avionics platform using steel standoffs, split warshand bolts on both the altimeter side and umadeh

the avionics platform (through bolted). This mangtmethod results in a very robust, solid mount.

Section 4.6 — Pyrotechnic Devices

Drogue charges are constructed using Aerocon sizallejection canisters, 4F black powder, and
Daveyfire N28B low current e-matches. A small hisldrilled in the base of the ejection canist€he e-
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match is stripped of the green plastic protectiveec over the pyrogen, and the leads are thredotedgh
the hole in the canister. A small amount of fivinmte epoxy is placed just under the pyrogen hegxt o
pulling the e-match all the way down in the ejetta@nister. The epoxy seals the bottom end of the
canister. Once the epoxy is dry, the canistetlésifto capacity with 4F black powder. This eqsto 2.0
grams. The top of the canister is covered anddghi® place with plastic cement to seal the tothef
canister. One wrap of electricians tape arounddpef the canister is used to ensure a complate df
all black powder at altitude.

Section 4.7 —Recovery System Attachment Hardware

A unique system was used to ensure robust recaeemponent attachment. The main harness is attached
to the rocket using an all thread hexagonal rotithat has been through-drilled while on the alé#d rod.

A stainless steel marine grade shackle is mountéaitbe bolt/rod assembly. The shackle is rateld280
pounds. The shackle pin is inserted into the Halied through both the bolt and rod. In this wihye

shackle pin prevents the bolt from unthreadingloéfall thread rod. The all thread rod, in tusnholted

onto the ejection bulkhead, once on top of thetigjedulkhead (seen recessed in Plate #21) and agi
below the switch plate. The ARRD harness usesdhege stainless steel shackle mounted onto theftop o
the ARRD release pin. As stated previously, théRBRs through bolted into the ejection bulkhead.

Plate #19 — Main Harness Attachment

The main harness attachment is detailed in thisqgjnaph. The hexagonal all thread rod bolt was
through drilled while mounted on the rod such thatshackle pin threads through the bolt and rod.
This shackle pin prevents the bolt from unthreadifighe all thread rod.
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Section 4.8 — Attachment of Parachutes, Drogue Haess, and Nosecone

As can be seen in Plate 20, the main parachuttashad to the end of the main harness with a gimpl
loop. The loop at the end of the main parachuteisls is inserted into the loop at the end of tlagnm
harness. The main parachute is then slipped thrthegshroud loop and pulled all the way througth an
cinched tight to the end of the main harness. @meenain harness is coiled in the base of thdiejec

tube prior to launch, the crown loop at the tophef main parachute (now attached to the top ofrthim
harness) is joined to the top of the ARRD harnassgua quick link. The drogue harness is attatcbebe

top of the ARRD harness using the loop tying mettiescribed above. The drogue parachute is attached
to the top of the drogue harness is the same mafier nosecone is attached to the top of the drogu
harness using another quick link.

Section 4.9 — Protection of Parachutes

Pratt Hobbies Kevlar® heat shields are used tceptdioth the main and drogue parachutes from the
burning ejection charge gasses. Pratt heat shaeédssed to sandwich the drogue ejection chamgks a
prevent the hot gases from burning either the raairogue parachutes.

Section 4.10 — Parachute Compartment Venting

A small 1/8” hole is drilled through the airframes} below the nosecone shoulder to prevent aip&dp
inside the ejection tube from pushing the noseafhduring ascent of the rocket.

Section 4.11 — Recovery System Ground Testing

The recovery system was tested on three separeéisions to ensure the pyrotechnic charge pressuriz
the parachute compartment with enough force tokéyuend reliably eject the drogue parachute andjaeo
harness. Using the 2.0 gram pyrotechnic chargeritbesl above, the recovery system was assembléd suc
that the charge leads for both the drogue chardeA®RD charge were routed outside the airframeorUp
contact with a standard 9VDC battery, the drogugd deployed the drogue chute, harness, and nuseco
convincingly of all three occasions. The nosedas enough momentum form the ejection charge ko jer
the airframe considerably. The ARRD charge alsckea perfectly and each time caused the ARRD to
release the main parachute and main harness. asleendéth which the main parachute and harness tanno
be overstated as the drogue chute must pull thmspanents out of the airframe.

Section 4.12 — Recovery System Flight Testing

As a final test of the recovery system, Carbon-Oepyg launched on 1/10/04 using an Aerotech J275 and
then again on 3/13/04 using an Aerotech J415. Bigfits were nominal and the recovery system wdrke
perfectly. Deployment of the drogue parachute oecljust after apogee on both flights. At thespte
altitude of 800 feet, the altimeters fired the metiarge in the ARRD and the rocket simply fell avirayn

the drogue parachute to deploy the main parachdtece inflated, the nosecone and drogue parachute
remain suspended from the crown loop on the tadp@fain parachute canopy. No damage of any kind
was visible even after close inspection. The garts were not burned and the rocket itself hadisible
evidence of damage of any kind.
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SECTION5.0— STABILITY EVALUATION

Section 5.1 — Stability Calculations

RocSin® 5.0 was used to both design Carbon-Copy and etisair¢he design provided enough stability
for use with a broad range of motors. The folloggwpages (pages 22 to 45) illustrate the CP/CG
relationship for J class motors and M class madsrsalculated by RocSim®.

Section 5.2 — Static Margin of Stability

The table below provides the static margin of ditgtas calculated by RocSim® for some sample nwotor

Motor Type Calibers of Stability
J275 3.45
J415 2.97
K560 1.32
L850 0.93
L1120 0.81
M1315 1.03

Once the CP was determined by RocSim®, an adhasivker was applied on Carbon-Copy to identify the
CP. For the flights using the J275 and the J4i#bstatic margin of stability was slightly greattesin that
predicted by RocSim®. The author feels confidaat the slightly low stability number for the M13i5
conservative. As part of the pre-flight checkéisd launch checklist, a manual check of the staiogin

of stability is required to ensure the CG is ahegithe CP. In addition, as with any rocket, thegimaof
stability with increase rapidly in the first fewcamds of flight

Section 5.3 — Launch Rails

Giant Leap Rocketry conformal rail guides were épdonto the airframe. For the flights on the Jar8
J415, a six foot launch rail was utilized. No aistity was noted once the rocket cleared the radr the
M1315 flight, a 12 foot rail will be utilized to sare adequate stability off the pad.
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SECTION 6.0—- EXPECTED PERFORMANCE PROFILE

The RocSim® estimated performance profiles illustleon pages 22 to 45 compare favorably with the
actual performance of Carbon-Copy using both thé dhd J415. Actual performance was approximately
10% less than predicted for both flights. The et both flights as recorded by the GWiz MC ah®wn

in the following pages (pages 47 to 54).
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SECTION 7.0— PRE-LAUNCH CHECKLIST

Follow the directions below in the sequence printed. Failure to follow tleguence
may result in damage to the altimeters, recovery system failure, or tdtigat failure.

(7 v

A

O b)
)
X))

e
O

O 0)
O h)
O
O a)

O b)
o)

)
)
O b)

o)

)
e

O a)
O b)

ARRD PREPARATION

Prepare two Daveyfire N28B e-matches by removimggmlastic cover over pyrogen and cutting

wire leads to 8” in length.
Insert both N28Bs into ARRD charge holder.
Insert N28B leads through ARRD aluminum base — enkaads are straight with no kinks.
Continue to pull leads through ARRD base until fitasharge holder rests in ARRD aluminum
base.
Carefully bend N28B pyrogen head to fit in plagtiarge holder.
Insert small piece of rubber insulation materiaheen pyrogen heads to prevent possibility of
shorting.
Pour 4F black powder into cavity in plastic ARRDsba
Cover plastic ARRD base with sticker to prevenslogblack powder.
Thread ARRD aluminum base into ARRD main body.
ARRD MOUNTING
With 3/8” all thread rod installed loosely in eject bulkhead, slide ARRD assembly into position

in ejection tube.
Run N28B e-match leads from ARRD through ejectialkbead into altimeter bay.
Slid 3/16” ARRD threaded mounting rod through dttulkhead while sliding 3/8” all thread
rod in unison with ARRD until both bottom out ireefion bulkhead.
Secure ARRD to ejection bulkhead by threading spdisher and nut onto ARRD threaded
mounting rod from altimeters bay side.

ALTIMETER BAY ASSEMBLY

Slide altimeter platform onto 3/8” all thread ropl against 3/8” nut at base of ejection bulkhead.

Align altimeter platform with markings on ejectitube.
Slide switch plate onto 3/8” all thread rod urttibutts against altimeters platform. Ensure
alignment of switch plate by matching markings timeeter platform ribs.
Slide aluminum spacer tube onto 3/8” all threadand into switch plate area.
Secure switch plate with a 3/8 nut.
ALTIMETER PREPARATION

Check voltage and amperage of NEW 9VDC batteriensure correct operation of altimeters.

Slide one ARRD e-match lead through platform to M@ of altimeter platform thus leaving one
lead on the LCD 800 side of the platform.
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O ¢) Mount MC and LCD 800 using supplied standoffs aadifvare and secure to altimeter platform.

O d) Slide one drogue e-match lead to LCD side of akimplatform thus leaving one drogue e-match
lead on the MC side.

O e) Insert 9V connector wires through platform holealafour battery positions.

O f)  Ensure all four switch positions are set to “OFF.”

O 9) Wire power circuits to appropriate switches andnieal blocks on MC and LCD 800.

O h) Wire drogue and main charges to appropriate swstelnel terminal blocks on MC and LCD 800

O i) Connect 9VDC batteries to connectors.

(O jJ) CRITICAL STEP - Check circuit completion by turning on switcliesMC and LCD:
i) For LCD, ensure appropriate LEDs are flashing contiity
i) For MC, ensure appropriate LEDs are flashing contiity and continuity tones are correct
iii) After continuity checks are complete, set all sviés to “off”

O k) Wrap connectors and batteries with two wraps dbplbkne tape.

(O I) Insert batteries and connectors into battery baydtimeter platform.

O m) Insert balsa blocks in open spaces between topttérly connectors and altimeter platform ribs.

O n) Affix one strip of clear packing tape over bothesdf altimeter platform to ensure batteries
cannot slip out of the battery bays.

O o) Affix one strip of clear packing tape over the tarah blocks of both the MC and LCD 800 to

ensure the wiring does not interfere with the ittstian and removal of the altimeter module.

@ 5) RECOVERY SYSTEM INSTALLATION

(O a) Thread main recovery harness into ejection tube.

O b) Attach main recovery harness to stainless steek#han top of the 3/8” threaded rod.

O c¢) Thread ARRD harness into ejection tube and let harame side.

O d) Attach ARRD harness to stainless steel shackl®@pmot ARRD.

O e) Press successive loops of main recovery harnesspaice between 3/8” threaded rod and ejection
tube being careful not to jam harness in too tightl

(O f) Continue looping in recovery harness until mosteriat is loosely placed in Ejection Tube and
not jammed against ARRD Harness.

O g) Attach main parachute to main recovery harnesgussimple loop.

O h) “Z"fold main parachute such that parachute croewoplis pointed forward and wrap shrouds
tightly around parachute such that it slides easlily ejection tube.

O i) Slide main parachute into Ejection Tube and ensapef ARRD Harness is still at top of ejection
tube.

COj) Attach crown loop at top of main parachute to topARRD Harness with stainless steel quick-
link and tighten.

O k) Attach drogue harness to top of main harness wéiimale loop.
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Slide one Kevlar® heat shield onto the drogue res@ad gently pack into ejection tube until it is
snhug on top of the main parachute.
Bend both drogue ejection charges down into thetieje tube until they are resting on the
Kevlar® heat shield just installed.
Slide the other Kevlar® heat shield on top of thegdie ejection charges.
Coil the drogue harness on top of the heat shiettié ejection tube until one end extends slightly
from the forward end of the ejection tube.
Attach the drogue parachute to the forward enth@firogue harness using a simple loop.
Attach the nosecone harness to the forward endeafitogue harness using a quick link.
Tri-fold the drogue parachute and tightly wrap shispension lines around the parachute.
Insert the drogue parachute into the ejection tube.

ATTACHMENT OF RECOVERY MODULE

Slide fender washer onto end of 3/8” all thread rod

Slide recovery module into rocket airframe unt8’3all thread rod slips through hole in
attachment bulkhead
Align recovery module with markings inside airframe
Seat recovery module by tapping bottom of airframeyround
Secure recovery module to attachment bulkheaddeadling 3/8” bolt though aft airframe using
specialized tool
Ensure proper alignment of recovery module duriglgténing of bolt
ROCKET HUNTER TRANSMITTER INSTALLATION

Insert fresh battery into Rocket Hunter transmitter

Ensure transmitter is sending and signal strersggfood

Insert Rocket Hunter transmitter into nosecone bay

Pack protective foam around transmitter

Thread transmitter antennae through hole in nos=bay cover
Attach nosecone bay cover to nosecone bay bulkhead

Slide nosecone into position

ROCKET IS NOW READY TO LAUNCH!
PROCEED TO LAUNCH CHECKLIST!
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SECTION 8.0— LAUNCH CHECKLIST

QUQQQQQQu@aa@ QW

A .

Build motor per manufacturer’s directions

Insert completed motor into aft airframe and lock in place using Slimline
retainer ring

Perform final stability check using Cp marking on airframe

Ensure all charges are switched off and all altimeters are switched off

Check in with RSO for pad assignment

Mount rocket on launch pad rail ensuring rocket slides freely

Install igniter

Switch on all charges and altimeters

Ensure MC continuity tone is correct

Verify signal from Rocket Hunter transmitter is good

Move to safe flight line location

Ensure tracking receiver is on and working

Ensure person assigned to time to apogee is ready

Ensure video and cameras are ready

Ensure trackers are ready

Countdown and launch

SECTION9.0— FLIGHT TESTING

As stated previously, Carbon-Copy was flight tedteide, once on a J275 for NAR Level 2 certificatio
and once on a J415 to ensure system reliabiligth Bights were nominal. Carbon-Copy exhibitedfeet
stability with no discernable wobble, coning, oinspAll systems performed flawlessly. Flight
performance was approximately 10% less than predlict
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SECTION 10.0— VENDOR LISTING

Vendor Name

Phone Number

Website Address

Rocketman Enterprises

1-800-732-4883

http://wwwrtieketman.com/

Performance Rocketry

1-814-536-8491

http://www.periancerocketry.com/index. htn

h

GWiz Partners Limited

http://www.gwiz-partners.com

Shadow Aerospace

1-530-544-7423

http://www.shadoweem/

Giant Leap Rocketry

1-225-769-6040

http://www.gieaprocketry.com/hpdefault.as

(=]

Rocket Hunter

1-866-462-9258

http://www.rockethuici@m/

Pratt Hobbies

1-703-689-3541

http://www.pratthobliem/

Blacksky Rocketry

1-760-730-3701

http://www.blacksiom/

Doctor Rocket

1-775-751-9005

http://www.drrockebo

Aerotech Aerospace 1-435-865-7100 http://www.aetotecketry.com/
SECTION11.0- PLATE LISTING
Plate Number Description

1 Attachment Bulkhead, aft side

2 Attachment Bulkhead, forward side
3 Ejection Bulkhead, forward side

4 Ejection Bulkhead, aft side

5 Recovery Module

6 Ejection Bulkhead

7 Altimeter Platform

8 Switch Plate

9 Coupler Tube

10 Fins 1, root edge detalil

11 Fins 2, initial attachment

12 Fins 3, initial attachment

13 Fins 4, epoxy fillets

14 Fins 5, carbon fiber encapsulation
15 Nosecone

16 Recovery Harnesses

17 Finishing

18 Recovery System Detall

19 Main Harness Attachment
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SECTION12.0—- L3 FLIGHT SIGN OFF SHEET

Accepted By (print name):

Accepted By (signature):

Title:

Date:

Accepted By (print name):

Accepted By (signature):

Title:

Date:

Accepted By (print name):

Accepted By (signature):

Title:

Date:

63



